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3 3" (7.5cm) MIN.
6" (15cm) MIN.

FOLDED SIDE FACING THE WALL.
REMAINING RELEASE PAPER.
PROCEED WITH SECOND QUARTER GOING UP THE

REMOVE

PLACE QUARTER SECTION ONTO DECK WITH LONG
PRESS FIRMLY AND
VERTICAL WALL BY PRESSING FIRMLY INTO CORNE

R.

LAP
SEALANT

ROLL WITH TWO
INCH WIDE ROLLER.

TERMINATION
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EPDM .

[1 A [2 CLEAR POLY A
EPDM PRIMER <rep RELEASE FILM
REMOVE POLY
W RELEASE FILM AND
PLACE ON
FLASHING SIDE TO
PREVENT STICKING
STEP
FOLD PEEL &
STICK CORNER —
LENGTHWISE AND
CLEAN DRY SPLICE AREA OF THE EPDM PROCEED TO FOLD
MEMBRANE BY SCRUBBING WITH EPDM QUARTERLY AS
PRIMER. SHOWN IN STEP B
) U Y
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PAS SEAM TAPE/

FORM A PIG EAR. APPLY
PRIMER/PAS SEAM TAPE
TO THE PIG EAR AND
ADHERE TO THE WALL.
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NOTES:
(5 ANY R
WBRC—9 1. PRE-CUT 7" X 9”CORNER OR 9” X 9" PEEL &

STICK UNCURED EPDM.

FOR PROJECTS USING 90-MIL MEMBRANE,
INSTALL A 6" T—JOINT COVER PRIOR TO
INSTALLING 12" T—JOINT COVER. SEAL TOP
LAYER WITH CONTINUOUS LP SEALANT. PER
DETAIL WBRC-15.4.

A HEAT GUN MUST BE USED WHEN FORMING
PEEL & STICK UNCURED EPDM FLASHING IN
COLDER TEMPERATURES.

m— —¢ EPDM MEMBRANE

EPDM ROOFING

INSIDE CORNER WITH
CONTINUOUS EPDM WALL

SYSTEM
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